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ABSTRACT 

The rise in the prices of raw material leads to the search for cheaper and lighter a raw material 

which reflects on the total cost of the construction project .The aim of this study was to reduce the 

bulk weight of concrete through partial replacement of the coarse aggregates with variable 

percentages of light weight aggregates (Pumice). In addition to that further investigation on 

reducing the bulk weight through development of hollow core in concrete cubes with variable 
diameters. Silica fume was added to concrete mix in order to enhance the performance of the 

concrete mix. Use of silica fume with 450Kg/m3 cement achieved positive results in this study 

even with the existence of a Hollow core in concrete. 

  

الأجًانيت أسحفاع أسعاس انخاياث يؤدي اني انبحث عٍ أسخخذاو  يىاد صهيذة انثًٍ و خفيفت انىصٌ، يًا يُعكس عهي انخكهفت 

نهًشاسيع الأَشائيت . انهذف يٍ هزِ انذساست هى خفض وصٌ انخشساَت يٍ خلال الأحلال انجضئي نهضنط باسخخذاو انصخىس خفيفت 

   Pumice انىصٌ   

وقذ  حى  .بىصت(  6بىصت و  5،9انخشساَيت ) بأسخذاو أقطاس يخخهفت في انًكعباثعًم فشاغاث في انخشساَت بالأضافت اني 

ورنك يٍ أجم ححسيٍ يقاويت انخهطت انخشساَت وصيادة يقاويت انخشساَت .  ،يادة غباس الأسًُج أسخخذاو بالأضافت اني رنك

نًقاويت انخشساَت حخي في وجىد فشاغج في قهب دي اني َخائج أيجابيت أ 7كجى/ و 894أسخخذاو يادة  غباس انسيهيكا يع أسًُج 

    انخشساَت . 
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1. INTRODUCTION 

Pumice is a low density, porous, vesicular, volcanic 

rock that forms during explosive eruptions. It 

resembles a sponge because it consists of a network 

of gas bubbles frozen amidst fragile volcanic glass 

and minerals. The size of pumice ranges from (2mm 

powder-65 mm gravel). The particle porosity can 

reach 85%. It also has good thermal insulating 
properties. Pumice concrete is composed of Portland 

cement, pumice rock, pumice sand and water.   

Pumice has been the focus of several research studies 

in structural and non structural applications. Several 

research studies have focused on mix design of light 

weight concrete with pumice on concrete (1, 2). 

Other research studies focused on investigation of the 

physical and mechanical properties of concrete with 

light weight aggregates. (3-8). Meanwhile other 

research studies focused on reducing the bulk density 

in the concrete matrix using polystyrene and mineral 

aggregates in concrete (9-12).          

2.  Testing program  

The testing program was classified into two phases. 

The first phase with a cement content of 350 Kg/m³ 

consists of four groups, with different percentages of 

pumice. Replacement of pumice by volume of the 

crushed coarse aggregates by (0%, 20%, 40%, and 

60%) was designed to provide information about the 

effectiveness of pumice on reducing the bulk density 

of concrete. Each group was further classified into 

two subgroups with 0% silica fume and with 10% 

silica fume by weight of cement, in order to 

investigate the effectiveness of silica fume on 
strengthening the concrete matrix. See Table (1). 

Furthermore not only standard solid concrete cubes ( 

15cm*15cm*15 cm) and standard beams 

(10cm*10cm*50 cm) were cast, a hollow core 4cm 

and 5cm in diameter was developed in standard 

concrete cubes as well to investigate the effectiveness 

of developing a hollow core on reducing the bulk 

density in concrete. See Fig (1-6). 

In the   second phase, a cement content of 450 Kg/m³ 

was used to enhance the performance of the concrete 

matrix especially in concrete specimens with hollow 

core. This phase consists also of four groups with 
different percentages of pumice. Replacement of 

pumice by volume for the crushed coarse aggregates 

was done by (0%, 20%, 40%, and 60%). Also, each 

group was further classified into two subgroups with 

0% silica fume and with 10% silica fume by weight 
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of cement. Standard solid concrete cubes and beams 

were cast, as well as standard concrete cubes with a 

hollow core 4cm and 5cm in diameter. See Table (1). 

Water /cement ratio of 0.55 was used in all groups. 

The results were compared to reference specimens 

with 0% pumice.  

             

3. Results and Discussions 

3.1 Analyses of Slump Test Result 

3.1.1For group (1):  

The general trend among groups with 0% silica fume 
and 10% silica fume indicates the as the percentage 

of pumice increases from (0% to 60%),  the slump 

value showed a continuous decrease from (85 mm to 

70mm) in 0% pumice. This was attributed to the high 

porosity level in pumice as well as the rough surface 

texture of pumice, which reduces workability. For the 

case were (10% silica fume) was used the slump 

value showed a continuous decrease from (46 mm to 

15 mm) as the percentage of pumice increased from 

0% to 60%. The slump value in concrete specimens 

with 10% silica fume was lower than those 
encountered in specimens with 0% silica fume. This 

was attributed to the fine particle size of silica fume 

which reduces the slump value. See Fig (7).  

3.1.2For group (2):  
For group (2) the same trend observed in specimens 

in group (1) was encountered in group (2). For  0% 

silica fume  and 10% silica fume as the percentage of 

pumice increases from (0% to 60%) the slump value 

showed a continuous decrease from (80 mm to 

65mm) in 0% pumice Subgroup. See Fig (8). For the 

case where 10% silica fume was used, the slump 
value showed a continuous decrease from (52 mm to 

15 mm); this was also attributed to the fine particle 

size of silica fume which effectively reduces the 

slump value. See Table (2). 

3.2 Analyses of Bulk Density Result 

3.2.1 For (G 1, 0% silica fume): 

        The general trend among all groups  using 350 

Kg/m³ cement (G 1) indicates that as the size of the 

hollow core increases from 4 cm to 5 cm, the bulk 

density starts to decrease from  (2216.3 Kg/m³ to 

2085.9 Kg/m³) with respect to solid concrete cubes 

with 0% Pumice which showed highest bulk 
density(2346.7 Kg/m³ . This was due to replacement 

of the solid concrete sections with a hollow core 

voids. As the percentage of Pumice increases from 

20% and up to 60%, all  bulk density readings starts 

to decrease in all groups, reaching minimum bulk 

density values  in concrete specimens with 60% 

Pumice, which ranged between 2059.3 Kg/m³ in 

solid concrete cubes and 1831.1 Kg/m³ in hollow 

core concrete cubes with 5cm diameter . The general 

behavior mentioned above was attributed to the 

partial replacement of the coarse aggregate with its 
heavy bulk with the lighter bulk of Pumice. (See 

Fig.9). 

 

 

3.2.2 For (G 1, 10% silica fume): 

For concrete cubes with 10% silica fume and 350 

Kg/m3cement (G 1), as the size of the hollow core 

increases from 4 cm to 5 cm the bulk density starts to 

decrease from 2198.5 Kg/m³ to 2094.81 Kg/m³. Solid 

concrete cubes with 0% Pumice showed highest bulk 

density 2361.5 Kg/ m³. See Fig (10). It was also 

noted that minimum bulk density results, were 

registered in concrete specimens with 60% Pumice, 
ranging between 1964.4 Kg/m3to 1804.4. Existence 

of silica fume slightly affect the bulk density by a 

range (0.63%-2.9%) compared to corresponding 

concrete specimens with 0% silica fume.   

3.2.3 For (G 2, 0% silica fume): 

For group 2 concrete specimens with 450 Kg/m³, the 

increase in the size of the hollow core from 4 cm to 5 

cm the bulk density starts to decrease from (2112.6 

Kg/m³ to 1973.3 Kg/m³) with respect to solid 

concrete cubes for 0% Pumice which showed a bulk 

density 2397 Kg/m³. The maximum decrease in the 
bulk density was registered in concrete specimens 

with 60% Pumice, which showed a range of (1991.1 

Kg/m³ to 1807 Kg/m³. See Fig (11).   

3.2.4 For (G 2, 10% silica fume): 

The same trend encountered above was encountered 

in this group .The general trend among all groups 

using 450 Kg/m³ cement (G 2) indicates that as the 

size of the hollow core increases from 4 cm to 5 cm 

the bulk density starts to decrease from (2222.2 

Kg/m³ to 2062.22 Kg/m³), with respect to solid 

concrete cubes with a bulk density of 2308.2 Kg/m³ 
for 0% Pumice. It was also noted that, as the 

percentage of Pumice increased from 20% to 60%, a 

maximum decrease in the bulk density was registered 

in concrete specimens with 60% Pumice by 2074.1 

Kg/m³ to 1860.7 Kg/m³. The general behavior 

mentioned above was attributed to the partial 

replacement of the coarse aggregate with its heavy 

bulk with the lighter bulk of Pumice. Existence of 

silica fume slightly affect the bulk density by a range 

(0.63%-1.45%) compared to corresponding concrete 

specimens with 0% silica fume (5.2%-0.8%). See fig 

(12).  

3.3 Analyses of Compression Test Result 

3.3.1 For (G 1, 0% silica fume): 

         The general trend indicates that as the 

percentage of pumice increases from (0% to 60%) 

the compressive strength decreased from (284.4 

Kg/cm²) for (G 1, 0, 0) solid cubes to (141.7 Kg/cm²) 

in G (1, 60, 0) in solid cubes. The same trend was 

observed hollow core concrete specimens. It was 

noted that use of hollow core concrete specimens 

with diameter (4 cm) decreased the compressive 

strength from (270.7 Kg/cm²) for (G 1, 0, 0) to (113.3 
Kg/cm²) in G (1, 60, and 0). Further increase in the 

diameter of hollow core from (4 cm to 5 cm) resulted 
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in decrease in the compressive strength from (154.3 

Kg/cm²) for G  

(1, 0, and 0) 5 cm specimens to (105.3 Kg/cm²) for 

(G 1, 60, 0). See Fig (13). 

3.3.2 For (G 1, 10% silica fume): 

 The general trend indicates that use of silica fume by 

10% increased the compressive strength in all silica 

fume specimens with respect to corresponding to (0% 

silica fume) specimens. This was attributed to the 

fact that silica fume fills the voids in the concrete 

even more; this was also evident from the results 
obtained from bulk density results. That is in addition 

to the effect of silica fume in increasing the cohesion 

in the concrete. See Fig (14). 

For concrete cubes with (10% silica fume) it was 

noted that as the percentage of pumice increased 

from (0% to 60%) the compressive strength 

decreased from (367 Kg/cm²) for (G 1, 0, 0) solid 

cubes to (213.8 Kg/cm²) in (G 1, 60, 0) in solid 

cubes. The same trend was observed hollow core 

concrete specimens. It was noted that use of hollow 

core concrete specimens with diameter (4 cm) 
decreased the compressive strength from (267.6 

Kg/cm²) for (G 1, 0, 0) to (114.62 Kg/cm²). Further 

increase in the diameter of hollow core from (4 cm to 

5 cm) resulted in decrease in the compressive 

strength from (191.24 Kg/cm²) for (G 1, 0, 0) 5 cm 

specimens to (108.1 Kg/cm²) for (G 1, 60, 0). 

3.3.3 For (G 2, 0% silica fume): 

            The general trend indicates that as the cement 

content increases from (350 kg/m³ to 450 kg/m³), the 

compressive strength increases for all specimens with 

and without pumice as well as specimens with and 
without silica fume. As the percentage of pumice 

increases from (0% to 60%), the compressive 

strength decreased from (393.6 Kg/cm²) for (G 1, 0, 

0) solid cubes to (238.44 Kg/cm²) in (G 1, 60, 0) in 

solid cubes. The same trend was observed hollow 

core concrete specimens. It was noted that use of 

hollow core concrete specimens with diameter (4 cm) 

decreased the compressive strength from (186.5 

Kg/cm²) for (G 1, 0, 0) to (138 Kg/cm²). Further 

increase in the diameter of hollow core from (4 cm to 

5 cm) resulted in decrease in the compressive 

strength from (146.2 Kg/cm²) for (G 1, 0, 0) 5 cm 
specimens to (109.55 Kg/cm²) for (G 1, 60, 0). See 

Fig (15). 

 

3.3.4 For (G 2, 10% silica fume): 

         The general trend indicates that use of silica 

fume by 10% increased the compressive strength in 

all silica fume specimens with respect to 

corresponding to (0% silica fume) specimens. This 

was attributed to the fact that silica fume fills the 

voids in the concrete even more; this was also 

evident from the results obtained from bulk density 
results. That is in addition to the effect of silica fume 

in increasing the cohesion in the concrete. See Fig 

(16).    

For specimens of concrete cubes with (10% silica 

fume) it was noted that as the percentage of pumice 

increased from (0% to 60%) the compressive strength 

decreased from (400.7 Kg/cm²) for (G 1, 0, 0) solid 

cubes to (297 Kg/cm²) in (G 1, 60, 0) in solid cubes. 

The same trend was observed hollow core concrete 

specimens. It was noted that use of hollow core 

concrete specimens with diameter (4 cm) decreased 

the compressive strength from (326 Kg/cm²) for (G 
1, 0, 0) to (213.3 Kg/cm²). Further increase in the 

diameter of hollow core from (4 cm to 5 cm) resulted 

in decrease in the compressive strength from (254.4 

Kg/cm²) for (G 1, 0, 0) 5 cm specimens to (180.6 

Kg/cm²) for (G 1, 60, 0). These results are in 

agreement with the bulk density results. 

3.4 Analyses of Tensile Test Result           

3.4.1 For (G 1) specimens 

           The general trend in the tensile behavior 

indicates that, at 0% Pumice and 0% Silica fume (G 

1, 0, 0) showed highest tensile ultimate failure load 
compared to corresponding (G 1, 0 Silica sub groups) 

as the content of Pumice increases from 20% to 60%, 

the ultimate failure tensile load started to decrease 

gradually, which was attributed to the partial 

replacement of the crushed stone with Pumice. These 

results were in agreement with the compressive 

strength results. It was noted that the flexural two 

point load testing, indicates that the existence of the 

silica fume in concrete beams, slightly enhances the 

ultimate flexural failure load in most of the concrete 

beams. See Fig (17). The same trend observed in 
concrete specimens in G1 subgroups with 0% silica 

fume, was also encountered in concrete specimens in 

G1 subgroups with 10% silica fume, as the 

percentage of pumice in concrete specimens 

decreased from 0% to 60%, the flexural strength 

started to decrease gradually. This was also attributed 

to the weak tensile strength of pumice.   

 

3.4.2 For (G 2) specimens  

For (G 2) with a cement content of 450 Kg/m3, the 

same trend observed in (G 1) specimen was 

encountered.  In (G 2) subgroups, as the percentage 
of pumice increased from 20% to 60 %, the ultimate 

tensile failure load was showed a continuous 

decrease that was encountered in both cases with and 

without silica fume. These results were in agreement 

with the bulk density results. See Fig (18). 

3.5 Analyses of Ultra Sonic Test Result 

Ultrasonic pulse velocity was performed in all 

specimens under the same condition the specimens 

used in ultra sonic pulse velocity were concrete 

beams (10*10*50) Cm.   

3.5.1 For (G 1, 0% silica fume): 
The general trend for (G 1) group with (0% silica 

fume) indicates that as the percentage of pumice 
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increased from (0% to 60%) the ultra sonic pulse 

velocity duration increased from (106.8 to 118.05) 

Micro seconds. This was attributed to the existence 

of high porosity in pumice which reflects on 

increasing the duration of the signal in concrete 

beams. For (G 1) specimens with (10% silica fume) 

the same trend discussed above was encountered in 

this group. The ultra sonic pulse velocity increased as 

the percentage of pumice increased from (107.3 to 

119.1). See Fig (19). 

3.5.2 For (G 2, 10% silica fume): 
For (G 2) concrete specimens, 450 Kg/m³ cement 

was used; the results indicate compatibility with 

results encountered in (G 1). The ultra sonic pulse 

velocity readings showed that, as the percentage of 

pumice increased from (0% to 60%) for specimens 

with (0% silica fume), the duration of the signal 

increased from (105.25 to 119.25) Micro seconds. 

This was also attributed to the high porosity of the 

pumice which increased the duration of the signal in 

concrete. The same trend was observed in concrete 

specimens with    (10% silica fume), as the 
percentage of pumice increased from (0% to 60%), 

the ultra sonic pulse velocity increased from (105.35 

to 131.25) Micro seconds. See Fig (20). 

4. Conclusion 

 In this chapter a summary of conclusion reached 

from the experimental program are reported in what 

follows:- 

1- As the percentage of pumice increases from (0% 

to 60%) the slump value decreases that was 

encountered in all groups due to rough surface 

texture of pumice and high absorption capacity of 
pumice. 

2- The effect of using hollow cores plays more 

effective roles in reducing the bulk density then 

replacement of crushed stone with pumice. Although 

both of them participate in reduction of bulk density. 

3- Although increase in percentage of pumice and 

existence of hollow core   reduces the compressive 

strength. On the other hand , increase in silica fume 

and increase of cement content increases the 

compressive strength.  

4- Ultra sonic pulse velocity indicates that, increase 

in the percentage of pumice increases the duration of 
ultra sonic pulse thus decreases the velocity of signal 

in concrete which is compatible with compressive 

strength results. 
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               Fig (1) Manual breakdown of pumice                                   Fig (2) Pumice prepared for mixing 

                  

    Fig (3) Preparation of hollow core in concrete cubes                  Fig (4) Hollow core in concrete cubes after casting 

                

                  Fig (5) Concrete beams during casting                          Fig (6) Concrete beams after casting and coding 

 



Amr A. Gamal " Hollow core in light weight concrete with pumice and silica fume" 

Engineering Research Journal, Minoufiya University, Vol. 36, No. 4, October 2013 470 

 

0

10

20

30

40

50

60

70

80

90

0% 10%

% Silica fume

S
l
u

m
p

 
i
n

 
(
 
m

m
 
)

0% Pumice 20% Pumice 40% Pumice 60% Pumice

    

0

10

20

30

40

50

60

70

80

90

0% 10%

% Silica fume

S
l
u

m
p

 
i
n

 
(
 
m

m
 
)

0% Pumice 20% Pumice 40% Pumice 60% Pumice

  

Fig (7) Slump value results for group 1 with 0% & 10% S. F.      Fig (8) Slump value results for group 2 with 0% & 10% S. F. 
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  Fig (9) Bulk density value result for (G 1, 0% Silica fume)         Fig (10) Bulk density value result for (G 1, 10% silica fume) 
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 Fig (11) Bulk density value result for (G 2, 0% silica fume)     Fig (12) Bulk density value result for (G 2, 10% silica fume) 

 

         

Fig (13) compression value result for (G 1, 0% silica fume)      Fig (14) compression value result for (G 1, 10% silica fume) 
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  Fig (15) compression value result for (G 2, 0% silica fume)    Fig (16) compression value result for (G 2, 10% silica fume) 

           

              Fig (17) Tensile strength value result for group 1                   Fig (18) Tensile strength value result for group 2 
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           Fig (19) Ultra sonic pulse velocity result for group 1             Fig (20) Ultra sonic pulse velocity result for group 2 

 
Table (1): Mix Proportions for concrete specimens with pumice and silica fume in phase (1) and phase (2) 

Group Cement (Kg/m
3
) C.Agg (kgm

3
) Sand (kg/cm

3
) Water (Kg/m

3
) W/C Pumice 

(Kg/m
3
) 

Silica 

Fume(Kg/m
3
) 

PHASE 1        

G  1-0-0 350 1200 700 192.5 

 

0.55 0 0 

G  1-20-0 350 960 700 192.5 

 

0.55 80 0 

G  1-40-0 350 720 700 192.5 

 

0.55 160 0 

G  1-60-0 350 480 700 192.5 

 

0.55 240 0 

Spec with S.F        

G  1-0-10 350 1200 700 192.5 

 

0.55 0 35 

G  1-20-10 350 960 700 192.5 

 

0.55 80 35 

G  1-40-10 350 720 700 192.5 

 

0.55 160 35 

G  1-60-10 350 480 700 192.5 

 

0.55 240 35 

PHASE 2        

G  2-0-0 450 1200 700 247.5 

 

0.55 0 0 

G  2-20-0 450 960 700 247.5 

 

0.55 80 0 

G  2-40-0 450 720 700 247.5 

 

0.55 160 0 

G  2-60-0 450 480 700 247.5 

 

0.55 240 0 

Spec with S.F        

G  2-0-10 450 1200 700 247.5 

 

0.55 0 45 

G  2-20-10 450 960 700 247.5 

 

0.55 80 45 

G  2-40-10 450 720 700 247.5 

 

0.55 160 45 

G  2-60-10 450 480 700 247.5 

 

0.55 240 45 
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Table (2) Test Program Results for Groups in Phase 1 and Phase 2 

 
 

Bulk  Density Test (Kg/m3)            Ultimate compression failure load 

in (Kg/cm2) 

Ultimate  

tensile 

failure 

load (Kn) 

Ultrasonic 

pulse 

velocity 

(Micro sec) 
Group 

Slump 

Test in 

(mm) 

Solid 

cubes 

Hollow 

cubes   

(4 cm) 

Hollow 

Cubes  

(5 cm) 

Solid 

cubes 

Hollow 

cubes 

(4 cm) 

Hollow 

cubes 

(5 cm) 

G 1-0-0 85 2346.7 2216.3 2085.9 284.4 270.7 154.3 6.8 107.3 

G 1-20-0 74 2237 2065.2 2005.9 236.5 167.4 117 6.5 112 

G 1-40-0 72 2171.8 1982.2 1887.4 172.6 143.1 109.3 5.59 116.2 

G 1-60-0 70 2059.3 1774.9 1831.1 141.7 113.3 105.3 5.35 119.1 

G 1-0-10 46 2361.5 2198.5 2094.8 367 267.6 191.24 7.3 106.8 

G 1-20-10 31 2222.2 2121.5 1991.1 292.1 166.2 157.1 7.1 106.05 

G 1-40-10 20 2130.4 1955.6 1881.5 227.6 157.65 130.9 6.6 117.55 

G 1-60-10 15 1964.4 1828.2 1804.4 213.8 114.62 108.1 4.95 118.05 

G 2-0-0 80 2397 2112.6 1973.3 393.6 186.5 146.2 7.2 105.35 

G 2-20-0 68 2228.2 2053.3 1985.2 350.3 183.37 144.9 5.9 116.8 

G 2-40-0 67 2201.5 2035.6 1902.2 293.8 153.2 133.4 5.9 127.05 

G 2-60-0 65 1991.1 1931.9 1807.4 238.44 138 109.55 4.8 131.25 

G 2-0-10 52 2308.2 2222.2 2062.2 400.7 326 254.4 7.5 105.25 

G 2-20-10 30 2251.9 2115.6 2011.9 331.8 271.33 248.5 7.6 110.9 

G 2-40-10 21 2148.2 2014.8 1961.5 315.6 238.6 201.3 6.2 113.35 

G 2-60-10 15 2074.1 1949.6 1860.7 297 213.3 180.6 5.325 119.25 

 

 


